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GUANGZHOU CHENGFENG BROTHER INDUSTRIAL CO., LTD.

NO.1, JIUJIE STREET, CAOTANG VILLAGE, NANCUN TOWN, PANYU, GUANGZHOU, GUANGDONG,
CHINA(MAINLAND)

The following sample(s) was/were submitted and identified on behalf of the clients as : WHISKEY GLASS

SGS Job No. : SHHL1808044420CW - SH

Supplier : GUANGZHOU CHENGFENG BROTHER INDUSTRIAL CO., LTD.

Country of Origin : CHINA

Country of Destination : UsA

Date of Sample Received : 15 Aug 2018

Testing Period : 15 Aug 2018 - 21 Aug 2018

Test Requested : Selected test(s) as requested by client.

Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Result Summary :
Test Requested Conclusion
US FDA CPG Sec.545.400 and CPG Sec 545.450 -Leachable lead and PASS
cadmium

Signed for and on behalf of
8GS-CSTC Standards Technical Services (Shanghai) Co., Ltd.

IW}I Yoo

Jenny Yao
Approved Signatory
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